& KEMPPI

X3P Power Source Pulse 450 G

X3P450G

[bxepeno X1BMeHHs ASs py4YHOro, CUHEPreTUYHOro 3BaptoBaHHS Ta
imaynbcHmx npouecis MIG/MAG, MMA i cTpoxkun 3abesnevye 450 A
3a TpmuBanocTi BBiIMKHeHHs1 60 %. [xepeno xuneneHHsa X3P mae 67
3aBOLCbKMX NporpamM 3BaploBaHHSA 4SS NpucagHux apoTis Fe, Hepx.
cranb, AlSi5, AIMg5, Fe Metal, Fe Rutil, FC-CrNiMo i Fe meTan.

TexHiyvHi paHHiI

Onuc 3HauyeHHsA

Hanpyra mepexi 380...415B +10 %
dasu NigKYeHHs 40 enekTpoMepexi 3~50/60 Hz

Tun kabento NigKNIYEHHS 40 eNeKTpoMepeXxi HO7RN-F

Poamip kabento nigknio4eHHs 40 enekTpoMepexi 4 mm?
MakcumanbHUn CTpyM XnBneHHs [ITmax] 30A..33A
EdektuBHUIN cTpyMm xueneHHs [I1eff] 23 A...25A
HomiHanbHa MakcnmarnbHa BXxigHa NOTYXXHICTb [STmax] 21 kVA
MepexeBui 3anobikHUK 25 A
EHeprocnoxueaHHs B pexunmi oudikyBaHHS [Plidle] 15 W

Hanpyra xonoctoro xogy [UO] 61V...67V

Hanpyra xonoctoro xoay [Uav] 60 V...65V



Onuc 3HayeHHsA

BuxigHui ctpym npu +40 °C, 60% MIG 450 A

BuxigHum ctpym npu +40 °C, 100% MIG 380 A

BuxigHui ctpym npu +40 °C, 60% MMA 430 A

BuxigHui ctpym npu +40 °C, 100% MMA 360 A

HianasoH BuxigHoro ctpymy, MIG 15A/12V ..450A/ 45V
HianasoH suxigHoro ctpymy, MMA 15A/15V ...430A/46V
[iana3oH perynoBaHHs Hanpyru, 3saptoBaHHa MIG 8V...50V

Hanpyra VRD 24V

KoedilieHT NOTYXHOCTi Npu HOMiHaNbHOMY MakcMmMmanbHoMmy cTpymi [A]  0.88
EdekTMBHICTb Npy HOMIHANIbHOMY MakCcuMaribHOMY CTpyMi [n] 87 %

Knac enektpomarHiTHOI CyMICHOCTI A

MiHiMaribHa NOTYXHICTb MepeXi XXMBNEHHA NPU KOPOTKOMY 3aMUKaHHI [Ssc] 6 MVA

Hanpyra >xuBneHHst nepudgepinHnx npucTpois 48 B

Tun gpoTOBOro 3B'A3KY lWnHa CAN
Poboya Temnepartypa -20°C...40 °C
Temnepatypa 36epiraHHs -40 °C...60 °C
PekomeHgoBaHa MiHiMarnbHa NoTyXHICTb reHepartopa [Sgen] 25 kVA

Knac 3axucty (y NOBHiCTiO BCTAHOBNEHOMY CTaHi) IP23
30BHiLLHI po3Mipy, AOBXUHA 698 mm
3oBHilIHI po3Mipy, LWUMPUHA 251 mm
30BHILLHI pO3MipK, BUCOTa 361 mm

Maca 6e3 gogatkosoro obnagHaHHs 35 kg
CtaHpapTu IEC 60974-1, -10

Woprog. No Process Wire material Diameter Shielding gas Description
A01 1-MIG AlMg5 1 Ar Standard
AO02 1-MIG AlMg5 1,2 Ar Standard
A03 1-MIG AlMg5 1,6 Ar Standard
AT 1-MIG AISi5 1 Ar Standard
A12 1-MIG AISi5 1,2 Ar Standard

A13 1-MIG AISi5 1,6 Ar Standard



Wprog. No Process Wire material Diameter Shielding gas Description

CO1 1-MIG CuSi3 0,8 Ar Standard: Brazing
CO03 1-MIG CusSi3 1 Ar Standard: Brazing
FO1 1-MIG Fe 0,8 Ar+18%CQO2 Standard
FO2 1-MIG Fe 0,9 Ar+18%C0O2 Standard
FO3 1-MIG Fe 1 Ar+18%C02 Standard
FO4 1-MIG Fe 1,2 Ar+18%CQ0O2 Standard
FO5 1-MIG Fe 1,4 Ar+18%C0O2 Standard
FO6 1-MIG Fe 1,6 Ar+18%C0O2 Standard
F1 1-MIG Fe 0,8 Ar+8%C02 Standard
F12 1-MIG Fe 0,9 Ar+8%CO02 Standard
F13 1-MIG Fe 1 Ar+8%C02 Standard
F14 1-MIG Fe 1,2 Ar+8%C02 Standard
F21 1-MIG Fe 0,8 CO2 Standard
F22 1-MIG Fe 0,9 CO02 Standard
F23 1-MIG Fe 1 CO2 Standard
F24 1-MIG Fe 1,2 CO2 Standard
F25 1-MIG Fe 1,4 CO2 Standard
F26 1-MIG Fe 1,6 CO2 Standard
MO04 1-MIG Fe Metal 1,2 Ar+18%CQO2 Standard
MO5 1-MIG Fe Metal 1,4 Ar+18%C02 Standard
MO6 1-MIG Fe Metal 1,6 Ar+18%C02 Standard
M24 1-MIG Fe Metal 1,2 CO02 Standard
M26 1-MIG Fe Metal 1,6 CO2 Standard
RO4 1-MIG Fe Rutil 1,2 Ar+18%C0O2 Standard
RO6 1-MIG Fe Rutil 1,6 Ar+18%C02 Standard
R14 1-MIG Fe Rutil 1,2 CO2 Standard
R16 1-MIG Fe Rutil 1,6 C02 Standard
R56 1-MIG Fe 1,6 InnerShield
R57 1-MIG Fe 2 InnerShield
SO1 1-MIG Ss 0,8 Ar+2%C02 Standard
S02 1-MIG Ss 0,9 Ar+2%C02 Standard
S03 1-MIG Ss 1 Ar+2%C02 Standard

S04 1-MIG Ss 1,2 Ar+2%C02 Standard



Wprog. No Process Wire material Diameter Shielding gas Description

S05 1-MIG Ss 1,6 Ar+2%C02 Standard
S82 1-MIG FC-CrNiMo 0,9 Ar+18%C02 Standard
S84 1-MIG FC-CrNiMo 1,2 Ar+18%CQO2 Standard
A01 P-MIG AlMg5 1 Ar Standard
A02 P-MIG AIMg5 1,2 Ar Standard
AO3 P-MIG AlMg5 1,6 Ar Standard
AN P-MIG AISi5 1 Ar Standard
A12 P-MIG AISi5 1,2 Ar Standard
A13 P-MIG AISi5 1,6 Ar Standard
CO1 P-MIG CusSi3 0,8 Ar Standard: Brazing
C03 P-MIG CuSi3 1 Ar Standard: Brazing
FO1 P-MIG Fe 0,8 Ar+18%C0O2 Standard
FO2 P-MIG Fe 0,9 Ar+18%C02 Standard
FO3 P-MIG Fe 1 Ar+18%C02 Standard
FO4 P-MIG Fe 1,2 Ar+18%CO02 Standard
FO5 P-MIG Fe 1,4 Ar+18%C0O2 Standard
FO6 P-MIG Fe 1,6 Ar+18%C0O2 Standard
F11 P-MIG Fe 0,8 Ar+8%CO02 Standard
F12 P-MIG Fe 0,9 Ar+8%C0O2 Standard
F13 P-MIG Fe 1 Ar+8%CO02 Standard
F14 P-MIG Fe 1,2 Ar+8%C02 Standard
MO04 P-MIG Fe Metal 1,2 Ar+18%C02 Standard
MO6 P-MIG Fe Metal 1,6 Ar+18%CO02 Standard
S01 P-MIG Ss 0,8 Ar+2%C02 Standard
S02 P-MIG Ss 0,9 Ar+2%C02 Standard
S03 P-MIG Ss 1 Ar+2%C02 Standard
S04 P-MIG Ss 1,2 Ar+2%C02 Standard

S05 P-MIG Ss 1,6 Ar+2%C0O2 Standard





